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Reference of the request letter # 111/15/AD/RS/RS/Lab/Pkg-2B/1538 Dated: 03-04-2023 
 
Tension Test Report (Page -1/1) 
Date of Test  05-04-2023 
Gauge length  8 inches 
Description  Deformed Steel Bar Tensile and Bend Test as per ASTM-A615 
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1 0.393 3 0.384 0.11 0.116 3840 5660 77000 73240 113500 108000 1.00 12.5 
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2 0.370 3 0.372 0.11 0.109 3360 5050 67400 68090 101200 102400 1.20 15.0 

- - - - - - - - - - - - - - 

- - - - - - - - - - - - - - 

- - - - - - - - - - - - - -  

- - - - - - - - - - - - - -  

Note: only two samples for tensile and one sample for bend test 
               

Bend Test 
#3 Bar Bend Test Through 180º is Satisfactory 
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